GLASS BEADS TEST REPORT
Project No.: EA16335

woOoJ.

Distribution Addressee: Wood Environment & Infrastructure Solutions
5671 -70 Street

Edmonton, AB

Canada T6B 3P6

Tel +1 (780) 436-2152

Fax +1 (780) 377-3599

To: To: Alberta Transportation
Technical Standards Branch
2nd Floor, Twin Atria Building
4999 - 98 Ave
Edmonton, AB T6B 2X3

Attn:Rishi Adhikari, P.Eng.

Lab Date Date Lot Roundness | Reflective || Moisture Sieve Analysis With Paint
Number | Received| Reported Number (%) (%) Resistance % Passing Supplier Batch Number
2020 2020 | 2020 goo | 630 | 315 | 160 | 80 2020
GB1 May-25 | Jun-15 MJ-H-52120 846 775 Pass 1000 919 | 243 | 18 | 0.0 | POTTERS B3 & B4
GB2 May-28 | Jun-15 MJ-H-50620 88.7 85.0 Pass 1000 933 | 252 | 0.6 | 0.0 | POTTERS B5 & B6
GB3 May-28 Jun-15 MJ-H-52120 83.9 80.6 Pass 100.0| 939 20.1 1.1 0.0 POTTERS B7 & B8
GB4 Jun-1 Jun-15 MJ-H-81719 84.4 78.1 Pass 100.0| 91.7 282 | 2.7 0.0 POTTERS B9
Specification Min. 75 Min. 70 Pass 100 | 75-95 | 15-35| 0-5 0
* Indicates result outside tolerance limits.
Test not required by Alberta Transportation PER: / 156-Jun-20
v / DATE
Reviewed By: 5
A L\
( Reporting of these results constitutes a testing service only. Engineering Interpretation or evaluation of the test results js/provided only on written request. |
/
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GLASS BEADS TEST REPORT

Project No.: EA16335 wo o d
L

To: To: Alberta Transportation Distribution Addressee: Wood Environment & Infrastructure Solutions

Technical Standards Branch 5671 -70 Street

2nd Floor, Twin Atria Building Edmonton, AB

4999 - 98 Ave Canada T6B 3P6

Edmonton, AB T6B 2X3 Tel +1 (780) 436-2152

Attn:Rishi Adhikari, P.Eng. Fax +1 (780) 377-3599
Lab Date Date Lot Roundness|| Reflective || Moisture Sieve Analysis With Paint

Number | Received| Reported Number (%) (%) Resistance % Passing Supplier Batch Number
2020 2020 | 2020 800 | 630 | 315 | 160 | 80 2020
GB5 Jun-3 Jun-29 | MJ-H-52020-1 84.1 79.0 Pass 100.0( 944 |[232 | 1.1 | 0.10* | POTTERS B10 & B12
GB6 Jun-3 Jun-29 | MJ-H-42820-1 85.3 80.7 Pass 100.0| 89.9 | 334 | 4.1 0.0 | POTTERS B13 & B14
GB7 Jun-4 Jun-29 | MJ-H-40620 82.5 77.2 Pass 100.0 940 |[234 | 0.7 | 0.0 | POTTERS B15 & B16
GB8 Jun-9 Jun-29 | MJ-H-406220 85.1 80.3 Pass 100.0| 934 | 155 | 0.3 | 0.20* | POTTERS B18 & B19
Specification Min. 75 Min. 70 Pass 100 | 75-95 | 15-35| 0-5 0

Indicates result outside tolerance limits.
Test not required by Alberta Transportation PER: / y 29-Jun-20

(/ U / DATE

Reviewed By:

I |
f Reporting of these results constitutes a testing service only. Engineering Interpretation or evaluation of the test results is-provided only on written request. I
8
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GLASS BEADS TEST REPORT

Project No.: EA16335 wo o d
L J

To: To: Alberta Transportation Distribution Addressee: Wood Environment & Infrastructure Solutions
Technical Standards Branch 5671 -70 Street
2nd Floor, Twin Atria Building Edmonton, AB
4999 - 98 Ave Canada T6B 3P6
Edmonton, AB T6B 2X3 Tel +1 (780) 436-2152
Attn:Rishi Adhikari, P.Eng. Fax +1 (780) 377-3599
Lab Date Date Lot Roundness|| Reflective | Moisture Sieve Analysis With Paint
Number (| Received| Reported Number (%) (%) Resistance % Passing Supplier || Batch Number
2020 2020 2020 800 | 630 | 315 | 160 | 80 2020
GB9 Jun-9 Aug-17 |DCB03022720 79.5 74.9 Pass 100.0| 83.1 155 | 1.0 | 0.00 ISP B22 & B23
GB10 Jun-11 Aug-17 | MJ-H-51317 79.8 79.8 Pass 100.0| 847 | 164 | 0.9 | 0.00 | POTTERS B24 & B25
GB11 Jun-11 Aug-17 | MJ-H- 52120 76.8 68.9* Pass 100.0| 93.7 | 180 | 1.3 | 0.9* | POTTERS B26 & B27
GB12 Jun-17 | Aug-17 | MJ-H- 50520 77.8 74.7 Pass 1000 914 | 279 [ 1.1 | 0.00 | POTTERS B30 & B31
Specification Min. 75 Min. 70 Pass 100 | 75-95 | 15-35| 0-5 0
* Indicates result outside tolerance limits. /
PER: N 17-Aug-20
Kt 1 DATE
Reviewed By: -

L~

( Reporting of these results constitutes a testing service only. Engineering Interpretation or evaluation of the test results is provided only on written request. I
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GLASS BEADS TEST REPORT
Project No.: EA16335

wOoOodJ.

To: To: Alberta Transportation Distribution Addressee: Wood Environment & Infrastructure Solutions
Technical Standards Branch 5671 - 70 Street
2nd Floor, Twin Atria Building Edmonton, AB
4999 - 98 Ave Canada T6B 3P6
Edmonton, AB T6B 2X3 Tel +1 (780) 436-2152
Attn:Rishi Adhikari, P.Eng. Fax +1 (780) 377-3599
Lab Date Date Lot Roundness|| Reflective | Moisture Sieve Analysis With Paint
Number | Received| Reported Number (%) (%) Resistance % Passing Supplier Batch Number
2020 | 2020 | 2020 800 | 630 | 315 | 160 | 80 c2e0
GB13 Jun-19 | Aug-24 | MJ-H-52220-2 87.0 82.1 Pass 100.0| 896 |234 | 1.1 | 0.00 | POTTERS |B32, B33.B34&B35
GB14 Jun-20 | Aug-24 | MJ-H-51120 82.0 78.4 Pass 100.0| 904 | 26.7 | 3.0 | 0.00 | POTTERS B36 & B37
GB15 Jun-25 | Aug-24 | MJ-H-60920 83.0 79.0 Pass 100.0| 944 | 241 | 1.2 | 0.00 | POTTERS B38 & B39
GB16 Jun-25 | Aug-24 | MJ-H-92818 80.7 75.9 Pass 100.0| 90.0 |29.3 | 34 | 0.00 | POTTERS B40 & B41
Specification Min. 75 Min. 70 Pass 100 | 75-95 [ 15-35( 0-5 0

* Indicates result outside tolerance limits.
est not required by Alberta Transportation PER:

A M 24-Aug-20

DATE

VA
Reviewed By: -
/ -

( Reporting of these results constitutes a testing service only. Engineering Interpretation or evaluation of the test resull is provided only on written request. I
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GLASS BEADS TEST REPORT

Project No.:

To:

EA16335

To: Alberta Transportation
Technical Standards Branch
2nd Floor, Twin Atria Building
4999 - 98 Ave
Edmonton, AB T6B 2X3

Attn:Rishi Adhikari, P.Eng.

wOoOOJ.

Distribution Addressee: Wood Environment & Infrastructure Solutions
5671 -70 Street

Edmonton, AB

Canada T6B 3P6

Tel +1 (780) 436-2152
Fax +1 (780) 377-3599

Lab Date Date Lot Roundness | Reflective || Moisture Sieve Analysis With Paint
Number | Received| Reported Number (%) (%) Resistance % Passing Supplier Batch Number
2020 2020 | 2020 800 | 630 | 315 | 160 | 80 2020
GB17 Jun-29 Sep-1 MJ-H-71719 81.8 78.3 Pass 100.0| 889 |292 | 23 | 0.00 | POTTERS B42 & B43
GB18 Jun-29 Sep-1 MJ-H-60420 80.9 75.4 Pass 100.0| 948 |349 [ 21 | 0.00 | POTTERS B44 & B45
Specification Min. 75 Min. 70 Pass 100 | 75-95 | 15-35| 0-5 0
* Indicates result outside tolerance limits.
Test not required by Alberta Transportation PER: ﬂ Sep-1
/ DATE
Reviewed By: .
h—
( Reporting of these results constitutes a testing service only. Engineering Interpretation or evaluation of the test results is provided only on written request. i
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GLASS BEADS TEST REPORT

Project No.: EA16335 d
j WOOO.
To: To: Alberta Transportation Distribution Addressee: Wood Environment & Infrastructure Solutions
Technical Standards Branch 5671 - 70 Street
2nd Floor, Twin Atria Building Edmonton, AB
4999 - 98 Ave Canada T6B 3P6
Edmonton, AB T6B 2X3 Tel +1 (780) 436-2152
Attn:Rishi Adhikari, P.Eng. Fax +1 (780) 377-3599
Lab Date Date Batch Roundness| Reflective | Moisture Sieve Analysis With Paint
Number | Received|| Reported Number (%) (%) Resistance % Passing Supplier Batch Number
2020 2020 2020 800 | 630 | 315 | 160 | 80 2020
GB19 Jun-29 Sep-8 81543019 81.8 78.0 Pass 100.0| 99.3* | 33.1 | 0.6 | 0.00 | POTTERS B46 & B47
GB20 Jun-29 Sep-8 81543019 81.3 77.8 Pass 100.0| 98.9* | 30.1 1.6 0.0 POTTERS B48 & B49
Specification Min. 75 Min. 70 Pass 100 | 7595 | 15-35| 0-5 0
* Indicates result outside tolerance limits. " b
Test not required by Alberta Transportation PER: _ {?” Sep-8
Vv DATE
Reviewed By: i

R

il

( Reporting of these results constitutes a testing service only. Engineering Interpretation or evaluation of the testresults is provided only on written request,
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GLASS BEADS TEST REPORT

Project No.: EA16335 WOO d
-

To: To: Alberta Transportation Distribution Addressee: Wood Environment & Infrastructure Solutions

Technical Standards Branch 5671 -70 Street

2nd Floor, Twin Atria Building Edmonton, AB

4999 - 98 Ave Canada T6B 3P6

Edmonton, AB T6B 2X3 Tel +1 (780) 436-2152

Attn:Rishi Adhikari, P.Eng. Fax +1 (780) 377-3599
Lab Date Date Lot Roundness || Reflective || Moisture Sieve Analysis With Paint

Number | Received| Reported Number (%) (%) Resistance % Passing Supplier Batch Number
2020 2020 | 2020 800 | 630 | 315 | 160 | 80 2020

GB21 Jun-30 | Sep-15 | MJ-H-50520 75.8 72.0 Pass 984*| 844 |[215 | 2.0 1.6* | POTTERS B50 & B51
GB22 Jul-6 Sep-15 | MJ-H-61020 83.3 79.3 Pass 100.0| 946 |179 | 1.3 | 0.0 | POTTERS B52 & B53
GB23 Jul-6 Sep-15 | MJ-H-100319 84.0 79.8 Pass 100.0| 87.0 | 156 | 0.5 | 0.13* | POTTERS B54 & B55
GB24 Jul-8 Sep-15 | MJ-H-50520-3 81.0 77.4 Pass 100.0| 909 [266 | 1.5 | 0.0 | POTTERS B56 & B57

Specification Min. 75 Min. 70 Pass 100 | 75-95 [ 15-35( 0-5 0
* Indicates result outside tolerance limits. 5
Test not required by Alberta Transportation PER: Vi Sep-15
[/ Vi DATE
Reviewed By: B
s =

[| Reporting of these results constitutes a testing service only. Engineering Interpretation or evaluation of the test resulsis provided only on written request. ||
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